
FRIEDMAN & BRUY A, INC. 

,ENVIRONMENT AL CHElvHSTS 

Date of Report: February 9, 1996 
Date Received: February 7, 1996 
Project: Hanford (paints), PO #M52176 .' 
pate Samples Extracted: February 7, 1996 
Date Extracts Analyzed: February ,7, 1996 

RESULTS FROM THE ANALYSIS OFPAIN'r SAMPLES 

:M52176 B , 

' M52176 C 

' M52176 D , 

FOR LEAD 
USING METHOD 6010 

Results Reportedas % Lead by Weight 

0.20 

0.037 

0.64 

0.35 

<0.002 

AKC-00123S2 



FRIEDMAN & BRUY A, INC . . 

ENVIRONMENT AL CHEMISTS 

,Date of Report: February 9, 1996 
. Date Received: February 7, 1996 
Project: Hanford (Paints), PO #M521 76 

QUALITY ASSURANCE RESUL'I'S 
' FORLEAD . 

Laboratory Code: 6643(31;)U 
Relative 

Analyte: 

Lead 

Reporting 
Units '. 

Laboratory Code: Spike Blank: 

Analyte: 
Reporting 

Units 

% by Weigh~ 

Spike 
Level 

0.1 

0.35 

Duplicate 
Result 

% Recovery 
MS . MSD 

0.35 

Acceptance 
Criteria 

80-120 

". Acceptance 
Criteria 

. Relative 
'Percent 

Difference 

1 

0-20 

AKC-0012353 



/? 
!: ::.''' ! '.N & BRUYA, INC. 

;, do Avenue West 
e d i~, \\ .. i\ 98119-2029 

j>.,><. >0' 282 

SAMPLE CHAIN OF CUSTODY 

conuct~a='j.:;.-.;;eA-V;;.,;;.. ~i)",-________ _ 

Date_.-.;;;;Z;...-_7..:,· _-_~.;..;,'e,;,IIi:.-_________ _ 

, . , ." PROJECT NAME PURCHASE ORDER I 
"" "" -''''' '' '~---------r-----~~=-=-=~~=--------r----':'''';:;':':'=:'':'':'''':'':::':'';=:''':'':'':''':'''''----' 

!-fA_ ~kl ~".---J) 
PROJECT LOCATION 

80 5 . P"L-.J 
SAMPLE DISPOSAL INFORMATION 

~ Dispose after 30 days 
)l1li Return Samples 
CI Call for Instructions , __ ... _, __ , .. _ .. ____ "' _________________________ ..L...,;;=-_---.::::.::.:.:.~;...;.:.;~;;;.;;.;.:.::.:.:."-___ ~ 

: ;' '~ 

DatelTime 
Sa ml'.1 ed 

-g:;ro 

X j' ,:·lD 

;£ 3:30 

Typo:: of /I of Lab Analyses 
Sample Jars Samplo:: /I Requested 

'?I'1/ /VJ.. Ch·h · 6 ~ .:r:"3'3 ce,..,.~ 

-7·h,_..i- c)..:P) b?~?l4 LC::A <t 

[m, .-J- cA'r? .5 ·~~'135 CeAL 

'3{' ~~f~fo L.CI4 <L 
· ._·_·_ .~_w .. __ .· _____ -+~-----+_-----I----_+_~~_.,..-...,....-+_~-_:_--------..., 

'-' / :;10 .. ?v:.,-.i c.f..../'>;; 

.... "'.,., .. ~----I_-----+_----+--_+------I_---------___1 
... , .. ~- - . ., ... ' ~----.------+_----+--_+------I_-------...--___1 

,--.". -.". ".~'----_+_-----+----_+---+_-----_+_----------_i 

PRINT NAME COMPANY 

. :"< ~-' f : 

09/1919. 

AKC-00123S4 



, Andrew John Friedman 
James E. Bruya, Ph.D. 

' (206) 285-8282 

February 9, 1996 

FRIEDMAN &. BR,UY A, INC. 

Gerry Thompson, Project ManageI' 
Alaskan Copper Works 
628 South Hanford 
Seattle, WA 98134 

Dear Mr. Thompson: 

3012 16th Avenue West 
Seattle, WA 98119-2029 

FAX: (206) 283-5044 

Enclosed are the results from the testing of material submitted on February 
7, 1996 from your Hanfqrd (paints), PO#M52176 project. 

We appreciate this opportunity to be ,of service to you and hope you will call if 
you should have any questions. 

'"\ .-: ,'. -. ' 

, Since:rely, 

FRIEDMAN & BRUYA, INC. 

~q+-~ . 
KurtJ ohnson 
Chemist 

keh 
Enclosures 
FAX: 382-7335 
ACU0209R.DOC 

AKC-0012355 



Andrew John Friedman 
James E. Bruya, Ph.D. 
(206) 285-8282 

February 9., 1996 

Accounts Payable 
· Alaskan Copper Works 

628 South Hanford . 
· Seattle, WA 98134 

FRIEDMAN & BRUYA, INC. 

ENVIROl'IMENT AL CHEMISTS . 

INVOICE # 96ACU0209-1 
DUPLICATE COpy 

3012 16th Avenue West 
Seattle, WA 98119-2029 

FAX: (206) 283-5044 

RE:Project .Hanford (paints), PO #M52176: Results of testing requested by Gerry 
Tho:mpson, ;projeetManager for :material submitted 0l?-Febr\l.ary 7, 1996 . 

. 15 paint samples analyzed for % Lead by Weight 
'using Method 6010 @ $35 per sample '. $ 175.00 

· Amount Due .... : ................................... ~ ..... : .................................... .." $ 175.00 

AKC-0012356 


